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【Specimen】 

  SDGs Pellet Carbon SDG-3 

 

【Test items】 

  Water Solubility Test 

 

【Test Summary】 

3 g of sample (SDG-3) and 30 mL of tap water were added to a petri dish, and water 

solubility was observed. 

 

【Test Results】 

before start after 5 minutes 

  

after 2 hours after 24 hours 

  

 


